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CRITICAL STUDIES OF A SMALL URANIUM 
CARBIDE-FUELED REACTOR WITH A 

BERYLLIUM REFLECTOR 
( Z P R - m Assembly 40) 

by 

R. L. McVean, P. I. Amundson, 
G. S. Brunson, and J. M. Gasidio 

ABSTRACT 

A small , lightweight, uranium carbide fueled reactor 
with a beryllium reflector surrounding the core was mocked 
up as Assembly 40. It was determined that the presence of 
beryll ium in the axial and radial reflectors did not endanger 
the safe loading and operation of the cri t ical assembly. 

The actual experiment consisted of determination of 
the cri t ical mas s , measurement of the reactivity coefficients 
for a large number of fissile and nonfissile mate r ia l s , the 
performance of radial and axial fission t r ave r se s , and m e a s 
urement of central fission ra t ios . The effectiveness of the 
radial beryllium reflector as a control mechanism was de
termined and the Rossi-alpha was measured. 

I. INTRODUCTION 

Increased interest in space-age applications for nuclear reac tors 
has resul ted in the study of the application of small , fast reac tors to space 
propulsion. It has been pointed outll) that, since there is a premium on 
low reactor weight, high power density, and very high tempera tures , the 
fast reactor rocket engine offers promise in this field. The same report 
descr ibes computational studies of beryll ium-reflected fast reac tors with 
core s t ruc tures res is tant to high tempera tures . This work covers cri t ical 
experiments with a mockup of an assembly of this general type. 

II. REACTOR SIZE AND COMPOSITION 

The Zero Power Reactor III (ZPR-III) is a cr i t ical facility for the 
study of various types of fast r eac to r s . A description of the reactor has 
been given by Cerutti et a l . '^) 
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z OF REACTOR 

Assembly 40 contains a cylindrical core, approximately 28 cm high 
and 28 cm in diameter , with a volume of 17.5 l i t e r s . The axial beryllium 

reflector is adjacent to the core , 
whereas the radial beryllium r e 
flector is separated from the core 
by a low-density region of sodium, 
molybdenum, stainless steel, and 
void. The horizontal c ross section 
of the reactor , shown in Fig. 1, 
locates the various regions mocked 
up in the assembly. Zone I is the 
core region. Zone III is the radial 
beryllium reflector, and Zone V 
is the axial beryllium reflector. 
The interface viewrs of the a s s e m 
bly are shown in Fig. 2. Table I 
l ists the volume fractions of the 
many regions; Table II gives the 
material densities used in calcu
lating the volume fractions. 

ZONE 3ZII 

zor*E 5Iir 

Fig. 1. 
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Assembly 40 (Cylindrical 
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Fig. 2. Interface Views of Assembly 40 

It will be noted from Fig. 1 that the assembly loading is not sym
metr ica l around the assembly interface. The basic drawer master loading 
char ts for each half of the assembly are shown in Figs. 3 through 10. 





Table I 

VOLUME FRACTIONS FOR ASSEMBLY 40 

Material 

U"5 

u"» 
Stainless Steel 
Sodium 
Aluminum 
Molybdenun:! 
Niobium 
Graphite 
Beryllium 
Oxygen 
Void 

Zone 1* 

0.280 
0.020 
0.103 

0.101 

0.261 
0.136 

0.099 

Zone 11 

0.312 
0.390 

0.057 

0.241 

Zone 111 

0.093 

0.831 

0.076 

Volume 

Zone IV 

0.002 
0.833 
0.092 

0.073 

Fractions 

Zone V 

0.090 

0.152 
0.254 

0.260 
0.143 
0.101 

Zone VI 

0.214 
0.761 

0.025 

Zone Vll 

0.093 

0.085 

0.822 

Zone VIII 

0.686 

0.314 

Table II 

MATERIAL DENSITIES 

Material Density (g/cc) 

238 
U^ 
U' 
Stainless Steel 
Sodium 
Aluminum 
Molybdenum 
Niobium 
Graphite 
Beryllium 
Oxygen 

18 72 
18.96 

7 
0 
2 

10 

86 
84 
70 
20 

8.40 
1 
1 
2 

671 
.85 
.55 
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Fig. 3. Zone I (Core) Drawer Master 
Loading Chart (Half No. 1) 





Zone I (Corel 

, l , l , l i l i l i 
ilZ35 
Nh 
Graohite 
IIZ3S 
Nb 
i nn iA , 
IIZ3S 
Nh 
Graphltft 
uZS 
Uk 
inonAi 
,,23S 
Nh 
Graphite 
,|Z3S 

, 1 , 1 , 1 , , , , , 

ZoneY 

AI203 
AI2O, 
Mo 
Be 
AI2O3 
Mo 
Be 
AI203 

AI2O3 
Mo 
Be 
AI701 
Be 

' 1 ' 

Zone'21 

,1,1,1,1,1,1,1,1 
\ / \ / \ / \ / \ / \ / 

/' \ / \ / \ / \ / \ / \ / \ , 1 < 1 , 1 , | , 1 , 1 , 1 1 , 

I I I i l i l i 

' 1 ' 1 ' 1 ' 1 
S S 1 t 12 Q 14 IS IE II Id IS to 21 

Fig. 4. Zone I (Core) Drawer Master 
Loading Chart (Half No. 2) 

Zor 

l l i l l l i M , l , l , 

SSa/2col. highl 
SSd/Zcol. high) 

<;•; 1 Mo 1 SS 1 Mo 1 SS 

e l l 

i l i M i l 

^ 

,1,1 

SSd'Zcol. hiqhl 
SSd/Zcol, highl 

mp> on 

Mo 1 SS 
Mo 1 SS 

Mo 
Mo 

t l S I I / ? ^ ! hlnh) 

Zonelff 

1 l i l i l , 1 , 

1,238 

/ \ 

1,1 , 

I , , , 1 , 1 1 1 1 1 1 1 , 1 , 1 , 1 < I , , , 1 , 1 , 1 , 1 1 1 , 1 , 1 , 1 , 1 , 1 
0 I 2 } 4 5 E T S 9 D ,1 ,; ^ M ,5 ,E ,T ,1 ,9 zo !, 

Fig. 5. Zone II Drawer Master Loading 
Chart (Half No. l) 

,1 ,1 , , 1 i 1 , 
1 - 1 

SSd/Zcol. hiohl 
SS(i;?col. hiqhl 

SS I Mo 
SS 1 Mo 

SS 
SS 

Mo 1 SS 
Mo 1 SS 

J 

1 

•;S(U?rnl hinh) 

, 1 1,1 1,1 , 1 

SS d/2col. hiah) 
SSd/2col. hiqh) 

Mo 

m 
SS 
SS 

Ato 
Mo 

SS 
SS 

r 
Lmpty tan 

SSd/Zcol. hJQh) 
SS(i;?rol hiah) 

,1,1 1 

SSIl/Zcol.hiah 
SSd/Zcol. hioh 

., -, 
Mo 

' Mo 
SS 
SS 

j 
1 Lmpty Lan 

3 an 

SSIl/Zcol.hiah) 
SSn;7rnl high) 

1,1,1,1, 

I , I , I , I < , , , , I , , , I < , , , < , , , , l , I , , , , , , , I , I , , , I 
9 n „ ,; » H ,9 ,6 ,7 ,9 

Fig. 6. Zone II Drawer Master Loading 
Chart (Half No. 2) 





I 2,oneIII Zoneini 

l ' 1 ' T , | , , 1 , 1 , 1 , 1 , 1 , 1 , 1 1 , 1 , 1 , 1 , 1 , 1 , 1 , 1 

Fig. 7. Zone III Drawer Master Loading 
Chart (Half No. l) 
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Fig. 9. Zone IV Drawer Master Loading 
Chart (Half No. l) 
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Fig. 10. Zone IV Drawer Master Loading 
Chart (Half No. 2) 

III. SAFETY CONSIDERATIONS 

The use of beryllium as a reflector in this assembly posed safety 
problems concerning the loading and operation of ZPR-III. The limited 
knowledge of the leakage propert ies of this reactor did not allow a reason
able prediction of reactivity changes associated with people working between 
the assembly halves. To assure personnel safety, a "fat man" experiment 
was conducted. 

A 4-ft x 4-ft X 6-in. slab of polyethylene was bolted to the front face 
of Half No. 1. The core section in Half No. 2 was then loaded in inc re 
ments . Each time an increment of fuel was added, the halves were run to 
gether, placing the polyethylene against the interface of Half No. 2. The 
subcri t ical count rates from three different counters were then recorded. 
A plot of the inverse count rates vs . the mass of fuel loaded in one half of 
the reactor was used to determine the reactivity effects of the hydrogenous 
modera tor . After 20% more fuel was loaded in Half No. 2 than was expected 
in that half for the completed assembly, it was still far subcritical with the 
polyethylene up against the assembly face (the halves driven together). 
This experiment was conducted with no beryllium in the axial reflector. A 
view of the machine wdth the polyethylene slab mounted on the interface of 
Half No. 1 is shown in Fig. 11. 

Following the "fat man" experiment, the core in Half No. 2 was un
loaded. Then began the approach to criticality with no beryllium in either 
of the axial ref lectors . Figure 12 shows the inverse count rates vs . the 
mass of fuel loaded during the approach to criticality. The bending down 
of the curves is due to the moderating effect of the radial beryllium reflec
tor , which increases the fuel worth at the radial edge of the core . The 
cr i t ical mass of this configuration was approximately 95 kg of U " ^ 
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Fig. 11. Polyethylene Slab in Place for 
"Fat Man" Experiment 

Fig-

~fl5 S5 ?B 75 80 90 ,00 
MASS OF FUEL, kg) 

12. Approach to Critical Curve. 
(Beryllium in Axial Blanket) 

The r e a c t i v i t y effects of r e p l a c i n g 
2 in . of c o r e nna ter ia l with Zone V (axial 
r e f l e c t o r ) m a t e r i a l con ta in ing b e r y l l i u m , 
at v a r i o u s pos i t i ons in a d r a w e r , was then 
d e t e r m i n e d along the c o r e ax i s and a l s o 
ax ia l ly n e a r the c o r e b o u n d a r y . The r e s u l t s , 
l i s t e d in Table III, w e r e nega t i ve in a l l 
c a s e s , showing that one c o r e d r a w e r a t a 
t i m e conta in ing b e r y l l i u m in Zone V could 
be safe ly i n s e r t e d or r e m o v e d f r o m the 
m a t r i x . 

The s i tua t ion in which a l l the safe ty 
r o d s s i m u l t a n e o u s l y p a s s t h r o u g h the a x i a l 
b e r y l l i u m r e f l e c t o r . Zone V, a s on a s c r a m , 
was c o n s i d e r e d qui te u n c e r t a i n and p o t e n 
t i a l ly h a z a r d o u s . In this s i tua t ion , the e n 
r i c h e d m a t e r i a l of the c o r e sa fe ty r o d s 
m u s t p a s s th rough the p a r t i a l - d e n s i t y b e r y l 
l i u m , monnen ta r i l y f o r m i n g a l a t t i c e c o n 
f igura t ion which h a s u n c e r t a i n m u l t i p l i c a t i o n 
p r o p e r t i e s . 





Table III 

REACTIVITY WORTH OF AXIAL REFLECTOR 
(ZONE V) MATERIAL REPLACING 

COREMATERIAL 

Drawer Number 
Positio 
Drawer 

0 
2 
4 

to 
to 
to 

i n 

2 
4 
6 

in 
i n . 2-0-16 2-P-14 

-375 Di 
-320 Ih 
-187 Di 

-145 
-122 
- 87 

Di 
Ih 
Ih 

Beryllium was first added in Zone V in the four drawers surround
ing the central safety-control rod (Rod No. 5) in Half No. 2. The reactivity 
worth as a function of position of this rod was then measured and is shown 
in Table IV. The resul ts indicated no net positive reactivity effects a s s o 
ciated with passing core mater ia l through the beryllium in this case . This 
procedure was extended to include the three safety-control rods located in 
the core of Half No. 2. When the beryllium was completely loaded in the 
axial reflector of Half No. 2, it was determined that there would be no net 
positive reactivity effects due to scramming of the rods . This was de te r 
mined by first running the halves of the reactor together and then backing 
Rods No. 4 and 5 out to the 2-in. position. This positioned the last 2 in. of 
core mater ia l in these rods within the axial reflector. Next, Rod No. 1, 
which was still completely withdrawn, was calibrated by the subcrit ical 
multiplication method. The calibration of Rod No. 1 is shown on Table IV, 
and the resul t s indicate that reactivity will be reduced when the rod leaves 
the core and moves into the axial reflector. The axial reflector in Half 
No. 1 was then loaded with beryll ium. 

Table IV 

REACTIVITY WORTHS OF CONTROL RODS WITH BERYLLIUM 
LOADED IN AXIAL REFLECTOR 

Rod Position 
Control Rod 

Number 0 in. 1 in. 2 in. 4 in. 

No. 5 (2-P-16) 0 -145 Ih -295 Ih -575 Ih 

No. 1 (2-N-18) 0 -165 Ih -320 Ih 

6 in. 

-800 Ih 

-440 Ih 

8 in. 

-925 Ih 

-520 Ih 





IV. E X P E R I M E N T A L R E S U L T S 

A. C r i t i c a l M a s s 

The nex t s t ep following the c o m p l e t e load ing of b e r y l l i u m in both 
a x i a l r e f l e c t o r s was to d e t e r m i n e the c r i t i c a l m a s s . The r e a c t o r was 
187.9 Ih s u p e r c r i t i c a l with a load ing of 93.35 kg of U"^ in the c o r e a t a 

m a t r i x t e m p e r a t u r e of 22.5°C. S u b s e 
quent m e a s u r e m e n t s found the wor th of 
fuel a t the c o r e edge to be 113.0 Ih /kg 
of U^^^. T h e r e f o r e , the c r i t i c a l m a s s 
with th i s conf igura t ion was 91.89 kg of 
U^^^ a s c o m p a r e d with a c a l c u l a t e d 
va lue of 88 kg . The c a l i b r a t i o n c u r v e 
of the c o n t r o l r od for th i s loading is 
shown in F i g . 13. 

B . Reac t i v i t y Coeff ic ients 

M e a s u r e m e n t s of r e a c t i v i t y 
wor th r e l a t i v e to void w e r e m a d e for 
f i s s i l e and nonf i s s i l e m a t e r i a l s at the 
c o r e c e n t e r , r a d i a l c o r e b o u n d a r y , and 
ax ia l c o r e b o u n d a r y . 

Only one s a m p l e was u s e d for 
each of the f i s s i l e m a t e r i a l m e a s u r e 
m e n t s . The s a m p l e was 2 x 2 x — in . 
in s i z e , and was e i t h e r c lad in a l u m i n u m 
or sandwiched be tween so l id a l u m i n u m 
p l a t e s . By us ing p e r f o r a t e d a l u m i n u m 

p l a t e s in the r e f e r e n c e load ing , the subs t i tu t ion was m a d e with a neg l ig ib le 
change of a l u m i n u m . The m e a s u r e m e n t s for the c o r e c e n t e r w e r e m a d e in 
the f ron t of d r a w e r 2 - 0 - 1 6 , the r a d i a l c o r e bounda ry m e a s u r e m e n t s w e r e 
m a d e in 2 - 0 - 1 9 , and the ax ia l c o r e bounda ry m e a s u r e m e n t s w e r e m a d e in 
2 - 0 - 1 6 . F i g u r e 14 shows the pos i t i ons of the s a m p l e s in t h e s e t h r e e d r a w e r s . 

The n o n f i s s i l e s a m p l e s of m a t e r i a l , excep t for BI^C and p o l y e t h y l e n e , 
w e r e 1 x 2 x 2 in . in s i z e . All c e n t r a l c o r e m e a s u r e m e n t s w e r e m a d e wi th 
only one 4- in .^ s a m p l e at the front of d r a w e r 2 - 0 - 1 6 . One s a m p l e of m a t e r i a l 
w a s u s e d for a few m e a s u r e m e n t s at the r a d i a l c o r e bounda ry in 2 - 0 - . 1 9 . The 
r e m a i n i n g m a t e r i a l s w e r e m e a s u r e d us ing two s a m p l e s , one in 2 - 0 - 1 9 and 
one in 2 - R - 1 6 . All a x i a l c o r e bounda ry m e a s u r e m e n t s w e r e m a d e with the 
two s a m p l e s , one in 1-0-16 and one in 2 - 0 - 1 6 . F i g u r e s 15, 16, and 17 show 
the s a m p l e l o c a t i o n s in t h e s e d r a w e r s . Table V l i s t s the r e s u l t s of a l l r e 
a c t i v i t y coeff ic ient m e a s u r e m e n t s . An u n c e r t a i n t y of ± 1 Ih h a s been a s s u m e d 
for t h e s e m e a s u r e m e n t s . 

' 0 0.2 0.4 0.6 QB ,0 ,2 ,4 ,6 ,.8 2 0 2 2 24 26 2 3 30 
CONTROL ROD POS,T,ON (in I 

F i g . 13 . C a l i b r a t i o n of Con t ro l 
Rod No. 10 
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ZONE I (core) 

CORE CENTER 
( Drawer 2-0-16,Top View) 

r^z 
RADIAL CORE BOUNDARY 
lOrower 2 -0-19 , Top View) 

ZONE I ( co re ) 

^hi-.n. 

AXIAL CORE BOUNDARY 
(Drawer 2 - 0 - 1 6 . Top View) 

^ 
ZONE I ( c o r e ) 

(Drawer 2 -0 -16 , Top View) 

Fig. 15. Nonfissile Sample Location for 
Reactivity Coefficient Meas
urement at Core Center 

^^^INTERFACE 

SAMPLEJ 

(Drawer 

^ INTERFACE 

SAMPLEJ 

ZONE I S , 

2-0-19, Top View) 

ZONE I t S 

(Drawer 2 -R-16 , Side View) 

Fig. 14. Fissile Sample Locations for 
Reactivity Coefficient 
MeasLuements 

Fig. 16. Nonfissile Sample Locations 
for Reactivity Coefficient 
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C. F i s s i o n T r a v e r s e s 

F i s s i o n t r a v e r s e s w e r e m a d e with the use of U^' ' and U^'^ f i s s ion 
c o u n t e r s . T h e s e c o u n t e r s w e r e 2 in. long and- | - in . in d i a m e t e r . Rad ia l 
t r a v e r s e s w e r e m a d e th rough the c o r e and r e f l e c t o r at the r e a c t o r m i d -
p l a n e . Axia l t r a v e r s e s w e r e m a d e th rough the c e n t e r of the r e a c t o r . The 
r e s u l t s a r e p lo t t ed in F i g s . 18, 19, 20, and 21 with the count r a t e s n o r m a l 
i z e d to uni ty at the c e n t e r of the c o r e . 

D. C e n t r a l F i s s i o n R a t i o s 

C e n t r a l f i s s i on r a t i o s w e r e m e a s u r e d with the a id of abso lu t e f i s 
s ion c o u n t e r s . ( ^ ' The da t a w e r e ob ta ined by p lac ing one f i s s ion c o u n t e r 
con t a in ing a f i s s i o n a b l e i so tope a t the c e n t e r of the c o r e . The count ing 
r a t e w a s ob t a ined r e l a t i v e to a fixed f i s s ion coun te r at the c o r e b o u n d a r y . 
The coun t ing r a t e s for a l l the c e n t r a l f i s s ion c o u n t e r s w e r e then n o r m a l 
i z e d t h r o u g h use of the fixed c o u n t e r at the c o r e b o u n d a r y . 





U233 

Table X 

REACTIVITY COEFFICIENT MEASUREMENTS FOR ASSEMBLY 4 

Radial Core Boundafy 

Sample 
Weighl (gl 

134.21 U235 
9.68 U^̂ 8 

110.6 U233 
1.1 U238 

93.02 
(94.5% Pu^' ' ) 

1215,2 u238 
2.5 U235 

Reactivity 
Change Due 

to Sample C 

Stainless Steel 
(SSI 

9P0.7 
51,5 

?67,7 
51.3 

646.6 

99.8 
51.0 

W 
SS 

V 
SS 

s 
SS 

7L2 ± 

104.0 ± 

89.1 ± 

C (Graphite! 

Th 

3j»C 

CH? 

Be 

51.4 SS 

104.2 

768.2 

16.1 

14.6 

120.0 

19. 

-12. 

-64. 

86. 

77. 

Material 
Worth 

(lh/kgl'3' 

26.0 ± 5.7 

-0.80 ± 2.0 

-55.7 ± 2.0 

189.7 ± 9.6 

-16.0 ± 1.3 

-4000 ± 62 

5940 ± 69 

647 ± 8.3 

Sample 
Weight Ig) 

134.21 U " ' 
9.68 UZ38 

110.6 U " ' 
2.7 U238 

93,02 
(94.5% Pu239) 

1215.2 U238 
2.5 U235 

175.3 

508.3 

489.6 Nb 
102.4 SS 

527.2 V 
102.5 SS 

1279.8 

199.3 S 
102.2 SS 

63.1 S 
56.2 SS 

1004.4 Ta 

102.4 SS 

104,2 

1511.7 

120.0 

Reactivity 
Change Due 

toSample(lh) 

17.7 ± 

26.6 ± 

25.8 ± 

39.4 ± 

51.1 ± 

17.2 t 

43.8 

Material 
Worth 

tlh/lig)'3' 

113.5 ± 5.7 

34.8 ± 2.0 

47.1 ± 2.0 

12.0 ± 0.5 

68.0 ± 1.9 

39.9 ± 0.8 

68.5 ± 5.0 

Axial Core Boundary 

Sample 
Weight (g) 

134.21 U ^ " 
9.68 u238 

110.6 U"^ 
2.7 U238 

93.02 
1*1.5% Pu^ ' ) 

2430.4 U238 
5.0 U235 

331.7 

1016.6 

489.6 Nb 
102.4 SS 

1867.2 W 
103.1 SS 

527.2 V 
102.5 SS 

1279.8 

199.8 S 
102.2 SS 

-10.2 ± 1 

260 ± 9.6 

13.6 ± 0.7 

1298 ± 62 

1295 t 69 

365 ± 8.3 

1004.4 
102.4 

196.4 

1511.7 

32.2 

29.2 

240.0 

Ta 
SS 

Reactivity 
Change Due 

to Sample (Ihl 

26.5 ± 1 

38.5 ± 1 

31.2 ± 1 

90.8 ± 1 

51.9 ± 1 

69.4 ± 1 

43.7 ± 1 

63.3 t 1 

59.0 ± 1 

81.4 ± 1 

28.1 t 1 

23,0 ± 1 

75.2 ± 1 

40.7 ± 1 

-42.0 ± 1 

52.6 ± 1 

126.3 ± i 

'HOriginal sulphur sample in ZPR-IH inven 

*2' Sample supplied by W. Y. Kato from ZP f i - I I inventory. Suspected impurities in one or the other ot these S samples 

*3* Corrected (or substances other than materials listed in Column 1. 

have not been resolved. 

Material 
Worth 

(lh/kgl'3' 

156.2 ± 

68.3 ± 

74.9 ± 

30.1 ± 

98.5 t 

62.8 t 

105.3 ± 

3.0 

l.C 

2.0 

0.5 

1.9 

0.8 

5.0 

15.9 ± 1.0 

383 ± 5.0 

26.9 ± 0.7 

1305 ± 31 

1800 ± 34 

526 ± 4.2 

(41 Worth of sample with all plutonium isotopes present. 
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Fig. 18 

Û ^̂  Radial Fission Traverse 
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Fig. 21. U " ' A x i a l Fission 
Traverse 

There is reason to believe that the wall thickness of the stainless 
steel-bodied Kirn counters and the proximity of the polyethylene-insulated 
voltage cable introduces some spectral degradation which affects the 
measured threshold detector ra t ios . Consequently, additional m e a s u r e 
ments were made with the aid of gas-flow counters.^^) Two gas-flow 
counters have been constructed that allow interchange of fissionable 
platings on thin steel foils: one with thick-wall construction similar to 
the Kirn counters , and one with thin walls that uses an extended voltage 
connector. The resul ts with the thin-walled gas-flow counter are con
sidered more accurate than those obtained with the heavier-walled 
counters . 

Since each counter contained differing amounts of several isotopes, 
fission ratios for particular isotopes were calculated from data obtained 
from several counters and a set of simultaneous linear equations involv
ing the isotopic concentrations in each counter. Table VI l ists the ex
perimental r e su l t s . 

E. Radial Beryllium Reflector Experiments 

Two experiments were carr ied out with the radial beryllium r e 
flector. The first was to determine the increase in reactivity if the length 
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of the reflector was increased from 11 to 13 in. This was done by making 
the increase in one quadrant of the reflector and extrapolating to the entire 
ref lector . An increase of 245 Ih would be obtained if the entire radial 
beryll ium reflector was increased in length from 11 to 13 in. 

Table VI 

CENTRAL FISSION RATIOS 

Type of Counter 

Ratio 

P u " V u " 5 

Pu^^Vu"= 

Kirr 

0.0922 ± 0.0006 

0.522 + 0.003 

1.544 + 0.010 

0.195 + 0.001 

1.244 ± 0.008 

0.569 ± 0.004 

Thin-walled 
Gas -flow 

0.1019 + 0.0006 

Thick-walled 
Gas -flow 

0.0963 ± 0.0006 

It was also desired to know the effectiveness of the radial beryllium 
reflector as a mechanism for reactor control. This control would be ob
tained by movement of the entire reflector in the axial direction. There 
fore, one quadrant of the reflector was moved in 1-in. increments and the 
resul t s extrapolated to include the entire reflector. These resul ts are 
shown in Fig. 22. 

Fig. 22 

Worth of Radial Beryllium 
Reflector Movement 

MOVEMENT OF BERYLLIUM FROM NORMAL POSITIONIIn) 





F . Rossi-alpha Measurements 

Based on experience with Assembly 19 (a coupled fast- thermal 
system), it was anticipated that two different values would be observed for 
the Rossi-alpha in Assembly 40. Consequently, a 9-channel time analyzer 
with a 2-/isec channel width was used to investigate the expected larger 
alpha and a 20-channel, 10-^sec width analyzer was used to measure the 
smal ler alpha. Counts from two BFj proportional counters (loaded in the 
P-15 and N-17 matr ix positions, see Fig. 2) were alternately used as in
puts for the two analyzers . The same counter was used for the initiating 
or terminating signal on both analyzers. 

Typical resul ts of data combined from both analyzers are shown in 
Fig. 23. The measured values of Rossi-alpha, averaged from several runs 
s imilar to those shown in Fig. 23, are (-10.9 ± .7) x 10^ and (-8.8+ .2) x 
lO' s e c " ' . The larger alpha (faster decay) is interpreted as representing 

the time behavior of chain-related 
coincident neutron pairs having no 
intervening links in the beryllium 
reflector (i.e., it is the alpha r e p 
resentative of the core composition). 
The smaller alpha (longer decay) 
represents the time behavior of 
chain-related coincident neutron 
pairs when at least one intervening 
event has occurred in the beryllium. 

A supplementary measure -
ment was made with the terminating 
counter in the L-20 location in the 
beryllium reflector. In this config
uration, the ternninating neutron 
must almost certainly be related 
to the initiating neutron of the co -
incident pair through events occur
ring in the beryllium. This t ime, 
a single value for alpha was ob
tained, agreeing with the smaller 

of the two values previously measured. The disappearance of the fast 
decay in this experiment supports the hypothesis that the large alpha is 
associated with core composition. 

Returning to Fig. 23, we can see that the total a reas (integrated 
probability) under the two decay curves a re : 

0.86 
for the fast decay , _ , 77A 1 0 . 6 x 1 0 

Fig. 23. Typical Rossi-alpha 
Measurements 

0.081 X 10-^ 
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and, 

0.89 
for the slow decay g 3 = 0.10 x 10"' 

This indicates that, if the analyzer sees two chain-related neutrons 
in the center of the core , the chances are greater than 10 to 1 that there 
will have been intervening events in the beryllium. This preponderance of 
the slower decay scheme makes it reasonable to assign it as an approximate 
weighted average behavior to the reactor as a whole. This then gives an 
est imated lifetime of 

|3 0.0068 
a " 8.8 X 10^ = 7.7 X 10-
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